CERTİFİCATE OF ANALYSİS
DİETHYLENE GLYCOL
	TEST


	METHOD
	UNİT
	RESULT

	Color
	ASTM D 1209
	Pt-Co
	< 5

	Appearance
	Visual
	
	CFFSM

	Water Content
	ASTM D 1364
	%
	0,024

	Acidlty
	ASTM D 847
	%
	0,0022

	Choloride
	TS 266
	Mg/kg
	< 1

	Purtty
	GLC
	%
	99,57

	Triethylene Glycol
	GLC
	%
	0,26

	Dansity 20 C
	ASTM D 4052
	g/ml
	1,1160

	Distillation Range
	ASTM D 1076
	C
	243,0-246,5


